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DIVISION: 08 00 00— REPORT HOLDER: EVALUATION SUBJECT:
OPENINGS PoliCarb®

GALLINA USA, LLC POLYCARBONATE
Section: 08 84 00— SHEETS:
Plastic Glazing 2-WALL (2 LAYERS)

3-WALL (3 LAYERS)

DIVISION: 09 00 00— 5-WALL (5 LAYERS)

FINISHES
arcoPlus®
Section: 09 00 00— POLYCARBONATE
Finishes PANELS:
684 (4 LAYERS)
6124 (4 LAYERS)

626 (6 LAYERS)
547 (7 LAYERS)

1.0 EVALUATION SCOPE

Compliance with the following code:

m 2021, 2018 and 2015 International Building Code® (IBC)
Properties evaluated:

m | ight-transmitting plastic

W Interior Finish

® Durability

2.0USES

The PoliCarb and arcoPlus products comply with the interior finish requirements of IBC Section 803.1 and the
light-transmitting plastic requirements per IBC 2606.4 as noted in Table 1.

In addition, 8mm thick PoliCarb 2-wall, 16mm and 25mm thick PoliCarb 3-wall, 16mm thick PoliCarb 5-wall,
8mm thick acroPlus 684, acroPlus 626, and acroPlus 547 have been evaluated for durability and may be used
in exterior applications such as skylights, exterior walls, and roof sheets, when specifically evaluated for such
use in a current ICC-ES evaluation report.

3.0 DESCRIPTION

The PoliCarb and arcoPlus products are clear and translucent multiwall or layered polycarbonate sheets
manufactured from the same resin. See Table 1 and Figures 1 and 2 of this report for sheet details.

4.0INSTALLATION

Installation must be in accordance with the IBC, as applicable.

5.0 CONDITIONS OF USE:

The sheets described in this report comply with, or are suitable alternatives to what is specified in, those codes
listed in Section 1.0 of this report, subject to the following conditions:
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5.1 The sheets must be manufactured, installed and identified in accordance with this report and the IBC.

5.2 Except as noted in Section 2.0 where durability has been evaluated for select products, end use is outside
the scope of this report, and requires demonstration to the code official of compliance with the code sections
applicable to end use (such as, but not limited to, structural, durability, interior finish stability, and drop-out

performance).

5.3 The sheets are produced at the Gallina USA, LLC plant located in Janesville, Wisconsin under a quality
control program with inspections by ICC-ES.

6.0 EVIDENCE SUBMITTED
6.1 Reports of testing in accordance with ASTM E84, ASTM D1929, and ASTM D635 for all products.

6.2 Reports of weathering tests (ultraviolet-light tests and comparison tension tests) in accordance with Section
4.1.2 of the ICC-ES Acceptance Criteria for Plastic Glazed Skylights (AC16), dated April 2020 (editorially
revised August 2020) for the 8mm thick PoliCarb 2-wall, 16mm and 25mm thick PoliCarb 3-wall, 16mm thick
PoliCarb 5-wall, 8mm thick acroPlus 684, acroPlus 626, and acroPlus 547 products.

6.3 Quality documentation.

7.0 IDENTIFICATION

7.1 The 4mm thick PoliCarb 2-wall sheets or bundle of sheets bear a label that includes the Gallina USA, LLC
name and address, the product name, the product thickness, the interior finish classification, and the
evaluation report number (ESR-3918).

All other sheets or bundle of sheets bear a label that includes the Gallina USA, LLC name and address,
the product name, the product thickness, the interior finish classification, the plastic classification, and the
evaluation report number (ESR-3918).

7.2 The report holder’s contact information is the following:

GALLINA USA, LLC
4335 CAPITAL CIRCLE
JANESVILLE, WISCONSIN 53546

(608) 531-0450

www.gallinausa.com

TABLE 1—PRODUCT CLASSIFICATIONS

INTERIOR FINISH PLASTIC
PRODUCT NAME | VIALLS OR TH'%:)ESS CLASSIFICATION (IBC | CLASSIFICATION (IBC
Section 803.1) Section 2606.4)

4 A i

6 A cci
PoliCarb 2-wall 2

8 A cci

10 A cci

16 A cci
PoliCarb 3-wall 3

25 A cci
PoliCarb 5-wall 5 16 A cci
arcoPlus 684 4 8 A cC1
arcoPlus 6124 12 A cC1
arcoPlus 626 6 20 A cC1
arcoPlus 547 7 40 A cCc1

For Sl: 1 inch = 25.4mm


http://www.gallinausa.com/
ICC-ES
AC16
 
1.2	Scope: This criteria is applicable to the evaluation of fixed or operable skylights, with plastic glazing and frames and sash members of wood, steel, plastic and homogeneous (not thermally broken, poured-and-debridged members) aluminum construction. 
For purposes of this criteria, fiberglass-reinforced plastic is considered to be a plastic. 
This criteria is applicable to curb mount and deck mount unit skylights and tubular daylighting device skylights installed in accordance with IBC Sections 2405 and 2610 and IRC Section R308.6.
The tubular daylighting device (TDD) skylights are limited to installations in nonfire-resistance-rated construction. 
Skylights with plastic or wood frames are limited to buildings permitted to be of combustible construction.  
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FIGURE 1—PoliCarb® MULTIWALL POLYCARBONATE SHEETS
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FIGURE 2—arcoPlus® MULTIWALL POLYCARBONATE SHEET
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REPORT HOLDER:
GALLINA USA, LLC
EVALUATION SUBJECT:

PoliCarb® POLYCARBONATE SHEETS:
2-WALL (2 LAYERS)
3-WALL (3 LAYERS)
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684 (4 LAYERS)
6124 (4 LAYERS)
626 (6 LAYERS)
547 (7 LAYERS)
1.0 REPORT PURPOSE AND SCOPE
Purpose:

The purpose of this evaluation report supplement is to indicate that PoliCarb and arcoPlus products, described in ICC-ES
evaluation report ESR-3918, have also been evaluated for compliance with the code noted below.

Applicable code edition:
2019 California Building Code (CBC)

For evaluation of applicable chapters adopted by the California Office of Statewide Health Planning and Development
(OSHPD) AKA: California Department of Health Care Access and Information (HCAI) and the Division of State Architect (DSA),
see Sections 2.1.1 and 2.1.2 below.

2.0 CONCLUSIONS
21 CBC:

The PoliCarb and arcoPlus products, described in Sections 2.0 through 7.0 of the evaluation report ESR-3918, comply with
CBC Chapter 26, provided the design and installation are in accordance with the 2018 International Building Code® (IBC)
provisions noted in the evaluation report and the additional requirements of CBC Chapter 26, as applicable.

211 OSHPD:

The applicable OSHPD Sections and Chapters of the CBC are beyond the scope of this supplement.
2.1.2 DSA:

The applicable DSA Sections and Chapters of the CBC are beyond the scope of this supplement.

This supplement expires concurrently with the evaluation report, reissued February 2024.

ICC-ES Evaluation Reports are not to be construed as representing aesthetics or any other attributes not specifically addressed, nor are they to be construed
as an endorsement of the subject of the report or a recommendation for its use. There is no warranty by ICC Evaluation Service, LLC, express or implied, as ~ AW
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